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CI*RIH ICATE OF TESTING

_lKhdch hang yéu cau:
Customer:

NIIA MAY DIEN MAT TROI EUROPLAST LONG AN
Xa Mj‘rlhanh Bac, Huyén Dac Hué, Tinh Long An.

2 Dm chi thir nghu,m
Pluw 0{ testing:

3. Déi tuong thi nsohu,m
- Type of lesting:

PTN - ETSC

Ut 15 €ao su cach dlcn trung thé
The medium voltage insulating rubber boots

4. S6 luong/ Vi tri lip dat
 Quantity/Installation location:

01 D61/ 01 Pair

5. Phuong phap thir nghiém:
Method of testing:

6. Thoi gian thue hién:
Inspection Date:

7. Thong sb k¥ thudt:
Specification:

8. Phuom, U{,l’l thur nuhxc,m

_ lesting equipment.

9. Dicu kién moi trudng:
Environmental conditions:

“INJQT-17; QCVN 15:2013/BLDTBXI; TCVN 5588 — 1991;

1IN8020345/20348; Tai licu ky thudt NSX; T hco yéu ciu khach hang.

20+-21/01/2025

| Loai/ Type: UNG CAO SU CACII DIEN 35KV
Néam san xuat/ Date of manufacture: NIA

id viée Ién nhaL/ Maximum workmg vollage 35kV

ldn 50/ ]*ieqzsence 5 0/60 II/
86 quan 1yl Serial No: N/A

Nha san xuat/ Manujacfure “TRONG HUNG RUPLACO —
VIETNAM

Kvoritm 3125A; DTE 70/50; HZXC-1011ZJ; 7.GS-200KV

(32 LZ) G (60 E5)i% Rl

10. K& qud thu nghié¢m:
 Testing resull:
11. Tem thu Yl{.,hIClTl
__Testing stump No:

Xem (rang sau
See next page

/

12. K&t luéin
Conclusion

Lxecutor

/4

Tran Vin Minh

L0 =

INQT-1T/M

_ Un;, cao su cich dién trung thé trén khong dat tiéu chuin ky

thuit / The above insulating rubber boots do not meet the technical

Ngwdoi Thye IHién

smn dards

13. Khuy{,n ciio thoi han thur nghu_m an sau: /
 Recomimended next testing period:

L Ph’(mg Kiem dm/z 1a Tfu nghzem dién da c?uofc AOSC Cong nhan pku hop rheo ISO/IEC ]7025 2017 (VLAT 1. 075 7)

e et

El%i‘,lil

Ban hanh 14n 2 EI%E



SO/ No: 143/2025/TN-ETSC

PHIEU KET QUA THU NGHIEM
CERTIFICATE OF TESTING

Ngay/ Date: 22/01/2025
Trang/ Page: 2/2

Noi dung két qua do muc 10 trang 1
Content of measured results 10 page 1

10.1 Kiém tra trwe quan/ Visual check: Khoéng phat hién bat thuong/ Pass.

Stt Pbi tuong do So sanh tham chiéu Két qua Panh gia
No Measuring object Compare reference Result Assess
1 Nhén méac/ Label Nguyén ven, khong bi hu Con tot/ Dat/ Ok
hai/ Intact, not abnormal Good i
) Kiém tra hién II:rz_mg bén ngo'f’j/ Nguyén ven, khong bi hu | Cao su bi ldo héa/ | Khéng dat/
Check the equipments exterior | hai/ Intact, not abnormal |  Aging rubber Failure
5 | Bématcach dién/ Insulation | Nguyén ven, khong bi hur | Cao su bj lio héa/ | Khéng dat/
surface hai/ Intact, not abnormal Aging rubber Failure
10.2 Pién tré cach dién (Rea)/ Insulation Test (MQ)):
; Mitc tiéu chuin &t qua
B tugng-do KAGuads | gy
The ob ; Standard level Moasurement P
e object of measurement (MQ) results (MQ) ssess
Cuec trong Ung phai - Vé bbn
Sk > 1.000 10.000 Pat/ Pass
Iron bar in right boot - Case
Cuec trong Ung tréi - V6 bon
P > 1.000 10.000 Dat/ Pass
Iron bar in left boot - Case
10.3 Pién ap xoay chiéu tin sé cong nghiép/ Industrial frequency alternating voltage:
Stt Dbi tugng do Dién 4p thir nghiém Két qua Diénh gia
No Measuring object Check voltage (kV/s) Result Assess
Kiém tra do bén dién mdi/ Test
dieleciric strength
1 - —
- Ung phai/ Right 35kV/ 60s Chiu duge/ Pass Pat/ Ok
= f]ng trai/ Leﬁ 35kV/ 60s Panh ﬂlflllg/ Khﬁl{g df_!tf
Break down Failure
TN/QT-17/M1 Ban hanh lan 2




