CONG TY CO PHAN KIEM PINH VA THi NGHIEM DIEN MIEN NA
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Specification:

$6/ No 245n005mnerse | PHIEU KET QUA THU NGHIEM | Neay/ Defe: 17/0212025
CERTIFICATE OF TESTING Trang) Page: 1/2
1. Khach hang yéu cau: CONG TY TNHH DICH VU KY THUAT TIEN NAM NHA
| Customer: _ MAY DIEN G10 DONG HAI 1
2. Dia chi thur nghiém:
)1 1 chi t-hu n.ghlgm PTN - ETSC
Place of testing:
3. D61 tugng thr nghiém: Ging tay cao su cach dién trung thé
Type of testing: The medium vollage insulating rubber gloves
4. 86 lugng/ Vi ri 1ap dat: N .
Quaniity/Installation location: vl o U2 Pan
5. Phuong phap thtr nghiém: TN/QT-16; TCVN 8084 : 2009 (1EC 60903 : 2002).
Meihod of testing: Tai liéu ky thuét NSX: Theo yéu cau khéch hang.
6. Thot gian thuc hién: .
r "1101 gian mc. 1_1@11 17/02/2025
mspection Date.
| Loai/ Type: N/A (CLASS 4) i -
Nam san xuat/ Dme of manu}‘acmre O s/’?O’?]
7. Théng s6 k§ thuat: ? 360 kV

S6 quin ly/ Se}mz Nb YS-101-94-03 (size 10)
Nha san xuat/ Mam@]‘ac!ure. YOTSUGI -] a;Ran

8. Phuong tién thir nghiém:
- Testing equipment:

Kyoritsu 3125A; DTE 70/50D; HZXC-10HZJ.

9. biéu kién méi trudng:
Ervironmental conditions:

52 #WC . ( 60+ 5.9:% Rl

‘0 Két ¢ qua thu nghiém:
\ Testing resulr:

Xem trang sau
See next page

11. Temn thir nghiém:
| Testing stump No:

152725/ETSC

12. Két ludn
Clonclusion

Giang tay cao su cdch dién trén dat ticu chuén k¥ thudg
insulated rubber gloves meets technical standards

/ The above

13. Khuyén cao thoi han tho nghiém lan sau: 08/2025
Recommended next testing period.

Nowoi

hye Hién
cutor

Nguyén Dire Tién Luyén

TNQT-16/M 1 Ban ha

X ~
hh §dn 2

1. Phéng Kiém dmh va Thi nghiém dién da diege AOSC cong nhan phi hop theo ISO/IEC 17025:2017 (VLAT-1.0737):

ISO/IEC 17025:2017



Sé/ No: 245/2025/TN-ETSC

PHIEU KET QUA THU NGHIEM
CERTIFICATE OF TESTING

Neay/ Date: 17/02/2025
Trang/ Page: 2/2

Néi dung két qua do muc 10 trang 1

Content of measured results 10 page 1
10.1 Kiém tra true quan/ Visual check: Khong phat hién bit thudng/ Pass.

Iron bar in lefi glove - Case

Stt D61 tuong do So sanh tham chiéu Két qua Panh gia
No Measuring object Compare reference Result Assess
| whign il bl Nguyén ven, khong bi hu C §11 tot/ Bat/ Ok
hat/ Intact, not abnormal Good g
: Kiém tra hién trang bén ngodi/ Nty ven, Kiding b Tt Con t5t/ S
Check the equipments exterior hai/ Infact, not abnormal Eond Pat
3 Bé mit cach dién/ Insulation Nguyén ven, khong bi hu Chin té)t/ —_—
surface hai/ Intact, not abnormal Good o %
10.2 Dién tré cach dién (Rea)/ Insulation Test (M()):
Do tugng do MAKG T ChiTla Kot g g0 Danh gia
The object of measurement STl Measurement dysess
el : (ML) results (MQ) s
Cuc trong Ging phai - Vo bon
o B RE BB : > 1.000 10.000 Dat/ Pass
Iron bar in right glove - Cuase
Cue trong Gang trai - Vo bon
' . . > 1.000 10.000 DPat/ Pass

10.3 Dién ap xoay chiéu tan s6 cong nghiép/ Industrial frequency aiternating voltage:

Stt Déi twong do Dién ép thir nghié¢in Két qua Danh gia
. No Measuring object Check voltage (kV/s) Result Assess
Kiém tra do bén dién moi/ Test
dielectric strength
. - Gang phai/ Right 36kV/ 180s i Pat/ Ok
K : Pass :
- Ging tréi/ Lefi 36kV/ 180s Chl}"j{if‘-’d Pat/ Ok




