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1. Khach hang y&u cau:
Customer:

CONG TY TNHH PIEN TU REGZA VIET NAM
L6 dét s C.LII-3, C.LII-4, C.LTI-6, Puong s6 1, Khu Cong Nghiép
Long Thanh, Xa Tam An, Huyén Long Thanh, Tinh Pdng Nai.

2. Dia chi thir nghiém:
Place of testing:

PTN - ETSC

3. Di tuong thir nghiém:
Type of testing:

Gang tay cao su cach dién trung ap
Medium voltage insulating rubber gloves

4. S6 lwong/ Vi tri lap dat:

Quantitv/Installation location:

01 boai/ 01 Pair

5. Phuong phép thu nghiém:
Method of testing:

TN/QT-16; TCVN 8084 : 2009 (IEC 60903 : 2002).
Tai liéu k§ thuét NSX; Theo yéu cau khach hang.

6. Thoi gian thuc hién:
Inspection Date:

14+15/05/2025

7. Thong s6 k¥ thuat:
Specification:

Loai/ Type: GANG TAY CAO SU CACH BIEN

;Ném sa’m xuét/ Date of'manufactwe th‘)ng 10/ NA

i Tan so/ Frequence. 50/60 Hz

S6 quéan ly/ Serial No: Khong o/ NA

Nha san xudt/ Manufacture: CHINA

8. Phuong tién thu nghiém:
Testing equipment:

Kyoritsu 3125A; DTE 70/50; HZXC-10HZJ.

9. Piéu kién mo1 truong;:
Environmental conditions:

(32+£2)°%C;(60+5)%RH

10. Két qua thir nghiém:
Testing resuli:

Xem trang sau
See next page

11. Tem thur nghiém:
Testing stamp No:

550/25/ETSC

12. Két iuan
Conclusion

Géng tay cao su cach dién trén dat tiéu chuan k¥ thuat / The above
insulated rubber gloves meets technical standards

13. Khuyén cdo thoi han thir nghigm 1an sau: 11/2025
Recommended next testing period.
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AL rkEy A c B, PR R 1 . S R

ISO/IEC 17025:2017



21591662
B % e

PHIEU KET QUA THU NGHIEM
CERTIFICATE OF TESTING

Ngay/ Date: 16/05/2025
Trang/ Page: 2/2

Stt Déi tugng do So sanh tham chiéu Két qua Danh gia
No Measuring object Compare reference Resull Assess
1 Whis micl Lobel Nguyén ven, khong bi hu Con tot/ Dat/ Ok
hai/ Iniact, not abnormal Good J
5 Kiém tra hién trang bén ngoai/ | Nguyén ven, khong bi hu Con tht/ o
. . i/ T = %
Check the equipments exterior | hail Intact, not abnormal Groid Dat/ .
Bé mit cach dién/ Insulation Nguyén ven, khong bi hu Con bt/
3 hai/ Intac:, not abnorimal Dat/ Ok
surface 2 i, e . Good -
10.2 Pién tré cach dién (Rea)/ Insulation Test (MLY):
s ic tié 5 &t qua d oL
Dai tuong do S i bl U 10 banh gia
T it o _—— Standard level Measurement P
e object of measuremen (MQ) ——— S5es:
Cue trong Gang phai - Vé bon '
ok AR > 1.000 50.000 Dat/ Pass
Iron bar in right glove - Case
Cuc trong Gang trai - V6 bd :
MRIEHIR SRR ALt ~ s O > 1.000 50.000 Dat/ Pass
Iron bar in lefi glove - Case
10.3 Pién 4p xoay chiéu tin s6 cong nghiép/ Industrial frequency alternating voltage:
Stt Déi tuong do Dién 4p thir nghiém Két qua Dénh gi4
No Measuring object Check voltage (kV/s) Result Assess
Kiém tra 6 bén dién moéi/ Test dielectric strength
1 |- Gang phai/ Right 5KV/ 60s Chiu duoc/ Pass |  Dat/ Ok
- Gang tréi/ Lefi 5kV/ 60s Chiu duoc/ Pass Pat/ Ok




