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PHIEU KET QUA THU NGHIEM

Ngay/ Date: 17/05/2025

CERTIFICATE OF TESTING T/ Boge 1z

1. Khéach hang yéu céu:
Customer:

CONG TY TNHH NANG LUQNG SINENERGY NINH THUAN
Thon Tan Duc, x4 Phude Hiru, huyén Ninh Phude, tinh Ninh Thuén.

2. Pia chi thir nghiém:
Place of testing:

Phong Kiém Binh Va Thi Nghiém Dién — ETSC

3. Béi tuong thir nghiém:
Type of testing:

Ung cao su céch dién trung thé
The medium voltage insulaling rubber boots

4. Sé lugng/ Vi tri 1ap dat:
Quantity/Installation location:

01 boi/ 01 Pair

5. Phuong phap thir nghiém:
Method of testing:

TN/QT-17; QCVN 15 2015 /BB XH: TCVN 5588 — 1991;

ENS8020345/20348: Tai liéu ky thuit NSX; Theo yéu cau khach hang.

6. Thoi gian thue hién:
Inspection Date:

16/05/2025

7. Théng s6 k§ thuat:
Specification:

Loai/ Type: DIELECTRIC CLASS 2

Nam san xuét/ Date of manufacrure Khong r6/ NA

| Bién ap lam vi¢c lon nhat/ Maximum working voliage: 17,0 kV

‘Tén s6/ Frequence: 50/60 Hz.

_MSO quan ly/ Serial No: Khong ro/NA (Slze 41)

Nha san xuét/ Manufacture: RESPIREX - ENGLAND

8. Phuong tién thir nghiém:
Testing equipment:

Kyoritsu 3125A; DTE 70/50; HZXC-10HZJ.

9. Di¢u kién méi truong:
Environmental conditions:

(32+2)°C;(60+5)%RH

10. Két qua thir nghiém:
Testing resull:

Xem trang sau
See next page

11. Tem thir nghiém:
Testing stamp No:

566/25/ETSC

12. Két luan
Conclusion

Ung cao su cich dién trén dat tiéu chuan k§ thuét / The above
insulated rubber boots meet technical standards

13. Khuyéa cdo thdi han thir nghiém lan sau: 11/2025
Recommended next testing period:

Newdi Thye Hién

Executor

Tran Vin Minh -

TN/QT-17/M1

Ban hanh 14n 2

1. Phong Kiém dinh vd, Thi nghzem dién dd dwge AOSC cdng nhén phit hop theo ISO/IEC 17023 2017 (VLAT 1. ()757)

1SO/IEC 17025:2017
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CERTIFICATE OF TESTING Trang/ Page: 2/2

. muc 10 trang 1 .
Wwed results 10 page 1

% trwe quan/ Visual check: Khong phat hién bat thuong/ Pass.
Stt Déi tuong do So sanh tham chiéu Két qua Panh gia
No Measuring object Compare reference Result Assess
| Wil el Tabel : Ng_uyén ven, khong bi hur Con.tot/ Dat/ Ok
hai/ Intact, not abnermal Good
Kiém tra hién trang bén ngoai/ Nguyén ven, khong bi hu Con t&t/
2 : . hai/ 1 not ab [ bat/ Ok
Check the equipments exterior ai/ Infact, not abnorma Good Fann
. | Bémit cach dién/ Insulation Nguyén ven, khong bi hu Con bt/
3 :
surface hai/ Intact, not abnormal P Dat/ Ok

10.2 Dién tré cach dién (Rea)/ Insulation Test (MS)):

i Muc tiéu chudn Két qua do S s
Do tuong do Banh gia
o Standard level Measurement
The object of measurement (MQ) results (MQ) Assess
t Tng phai - Vo bd
SRR IRT LIS Bl VL A > 1.000 10.000 Pat/ Pass
Iron bar in right boot - Case
Cuc trong Ung trai - Vo bd :
PARRS g 1 YR > 1.000 10.000 Pat/ Pass
Iron bar in left boot - Case

10.3 Thir nghiém dién 4p xoay chiéu tin s cdng nghiép/ Industrial frequency alternating voltage:

Stt P6i twong do Dién ap thir nghiéin Két qua Panh gia
No Measuring object Check voltage (kV/s) Result Assess

Kiém tra d6 bén dién moi/ Test
dielectric strength

1 L 25 = 1 A3y
- Ung phai/ Right 20kV/ 60s e e Dat/ Ok

Pass
« Uing il Lok 20kV/ 60s Chindagel | o

Pass




