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1. Khéach hang yéu cau:
Customer:

CONG TY TRACH NHIEM HU'U HAN LA VIE
Quéc 16 1A Khu phd Tudng Khanh, Phudng Khanh Hau, Thanh phé
Tan An, Tinh Long An.

(o]

. Dia chi thir nghiém:
Place of testing:

Phong Kiém Dinh Va Thi Nghiém Dién — ETSC

3. Déi tuong thir nghiém:
Type of testing:

Ung cao su cach dién trung thé
Medium voltage insulating rubber boots

4. 86 lwong/ Vi tri lap dat:
Quantity/Installation location:

01 Dabi/ 01 Pair

5. Phuong phép thir nghiém:
Method of testing:

TN/QT-17; QCVN 15:2013/BLDTBXH; TCVN 5588 —1991;
EN8020345/20348; Tai liéu k¥ thudt NSX; Theo yéu cau khach hang.

6. Thoi gian thuc hién:
Inspection Date:

17/05/2025

7. Thong s6 k§ thuat:
Specification:

Loai/ Type: TYPE II/ GR 34/ P9417

Nam san xuat/ Date of manufacture: 01/2012

Dién ap lam viée/ Working voltage: 20 kV

86 quén ly/ Serial No: 41/UK 7/US 8

Nha sin xuit/ Manufacture: NOVAX - Malaysia

8. Phuong tién thir nghiém:
Testing equipment:

Kyoritsu 3125A; DTE 70/50; HZXC-10HZJ.

9. Diéu kién mdi trudng:
Environmental conditions.

(482,20 N (60,5, )0 o R

10. K&t qua thir nghiém:
Testing resull:

Xem trang sau
See next page

11. Tem thu nghiém:

e e 745/25/ETSC
Testing stamp No:
12. Két ludn Ung cao su cach dién trén dat tiéu chuén k§ thuat / The above
Conclusion insulated rubber boots meets technical standards

13. Khuyén cdo thoi han thir nghiém lan sau: 11/2025

Recommended next testing period:

Neguwoi Thue Hién

Executor
e
Y

Tran Vin Minh

TN/QT-17/M1

1. Phéng Kiém dinh va Thi nghiém dién dd dwege AOSC cdng nhan phty hop theo ISO/IEC 17025:2017 (VLAT-1.0757); |

ISO/IEC 17025:2017
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N&i dung két qua do muc 10 trang 1
Content of measured results 10 page 1
10.1 Kiém tra trwec quan / Visual check: Khong phét hién bat thuong/ Pass.

Iron bar in left boot - Case

Stt Dbi trong do So sanh tham chiéu Két qua Danh gia
No Measuring object Compare reference Result Assess
1 R el Lalial Nguyén ven, khong bi hu Con tot/ Pat/ Ok
hai/ Intact, not abnormal Good
5 Kiém tra hién trang bén ngoai/ | Nguyén ven, khong bi hu Con t&t/ B
Check the equipments exterior | hal/ Intact, not abnormal Gand a
B& mat cach dién/ nsulation | Nguyén ven, khong bi hu Con tbt/
3 5
surface hai/ Intact, not abnormal Bl Dat/ Ok
10.2 Dién tré csch dién (Rea)/ Insulation Test (MC): a
T —— Mire tiéu chudn Két qua do S
D01 tugng do Danh gia
Th bi ’ Standard level Measurement Assc
e object of measuremen (MQ) resulls (M) ssess
Cue trong Ung phai - V6 bon
8 he Lo > 1.000 50.000 Dat/ Pass
Iron bar in right boot - Case
Cuec trong Ung tréi - Vo bd
e D > 1.000 50.000 Dat/ Pass

10.3 Thir nghiém dién 4p xoay chiéu tin s6 cong nghiép/ Industrial frequency alternating voltage:

Stt Déi tuong do Dién 4ap thir nghiém Két qua Dénh gi4
No Measuring object Check voltage (kV/s) Result Assess
Kiém tra d6 bén dién moi/ Test dielectric strength
1 - Ung phii/ Right 20kV/ 180s Chiu duoc/ Pass |  Pat/ Ok
- Ung trai/ Lefi 20kV/ 180s Chiu duoce/ Pass bat/ Ok




