CONG TY CO PHAN KIEM DINH VA THI NGHIEM PIEN MIEN NAM
Dia chi: 48 Ciiu Long, Phudng 02, Quin Tan Binh, Thanh Phé H Chi Minh.
Pién thoai: 08.67776245 - 0932.369.799

Website: www.etsc.vn; Email: etsc.vn@gmail.com
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1. Khéach hang yéu cau:
Customer:

CONG TY CO PHAN TAP POAN HOA SEN-NHA MAY TON
HOA SEN PHU MY

Puong sé 1B, KON Phi M§ 1, Phuong Phit Mg, Thanh ph Phu My,
Tinh Ba Ria - Viing Tau, Viét Nam

2. Dia chi thir nghiém:
Place of testing:

Phong Kiém Pinh Va Thi Nghiém Bién — ETSC

3. Pdi tugng thir nghiém:
Type of testing:

Gaéng tay cao su cach dién trung thé
The medium voliage insulating rubber gloves

4. Sb lugng/ Vi tri lap dit:
Quantity/Installation location:

01 Béi/ 01 Pair

5. Phuong phéap thtr nghiém:

_ Method of testing:

TN/QT-16; Tai liéu NSX.

6. Thii gian thue hién:
Inspection Date:

12+13/06/2025

7. Thong sb k¥ thuat:
Specification:

Loai/ Type: CG/30B

Nam san xudt/ Date of manufacture: Khong ré/ NA

Pién ap lam viéc lon nhat/ Maximum working voltage: 26,5 kV

 Tan s6/ Frequence: 50/60 Hz

S6 quan 1y/ Serial No: Khong rd/ NA

Nha san xuit/ Manufacture: CATU
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8. Phuong tién thu nghiém:

Kyoritsu 3125A; DTE 70/50; HZXC-10HZJ.

_ Testing equipment:
9. Diéu kién moi trudng:
LEnvironmental conditions:

(32+2)°C;(60+5)%RH

10. Két gua thir nghiém:
Tesiing result:

Xem trang sau
See next page

11. Tem thir nghiém:
Testing stamp No.

/

12. Két iuan

Conclusion

Ging tay cao su cich dién trén khong dat tiéu chufn k¥ thuit/ The
above insulating rubber gloves do not meet the technical standards

13. Khuyén cdo thoi han thir nghiém lan sau: /

Recommended next testing period:

Newoi Thue Hién
Executor

Nguyén Dirc Tién Luyén

Nguyéu Quibc Hoan

TAOT 1AM
L
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10. i dobrire quan/ Visual check: Khong phét hién bat thuong/ Pass.
Stt Déi tugng do So sanh tham chiéu Két qua Dénh gia
No Measuring object Compare reference Result Assess
1 Nhiii fase! Label Nguyén ven, khong bi hu Con tbt/ Pat/ Ok
hai/ Intact, not abnormal Good :
, | Kiém tra hién trang bén ngoai/ | Nguyén ven, khong bi h | ¢y oy bj 150 hoa/ | Khong dat/
Check the equipments exterior | hai/ Intact, not abnormal Aging rubber Failure
3 Bé mit cich dién/ Insulation ngf;lyén ven, khﬁ;lg bi hl; Cao su bj lio héa/ | Khéng dat/
surface i e e Aging rubber Failure
10.2 Dién tré each dién (Rea)/ Insulation Test (MQ):
Bt o Mirc tiéu chuin Két qua do Binh pis
The obi ‘ Standard level Measurement A
e object of measurement (MQ) results (M) ssess
Cuec trong Géng phai - Vo bd
e AR P S R R > 1.000 3.000 Pat/ Pass
Iron bar in right glove - Case
Cuc trong Giing trai - Vo6 bdn
R -l >1.000 3.000 Pat/ Pass

Iron bar in left glove - Case

10.3 Thir nghiém dién 4p xoay chiéu tin s6 cong nghi€p/ Industrial frequency alternating voltage:

Stt Déi tuong do Dién 4p thir nghiém Két qua Pénh gia
No Measuring object Check voltage (kV/s) Result Assess
Kiém tra d6 bén dién moi/ Test dielectric strength
1 - Géng phdi/ Right 9k V/60s Danh thing/ Khéng dat/
Break down Failure
- Gang tréi/ Left OkV/60s Danh thang/ Khm?g dat/
Break down Failure
TN/QT-16/M1

Ban hanh 1n 2




