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1. Khdith Jhig Fon e Duong Phan Dinh Phing, Té 15, Thi trdn Loc Théng, Huyén Bao

s Lam, Tinh Lam Déng, Viét Nam,

e T q

2. ERABILGR W Phong Kidm Dinh Va Thi Nghiém Pién — ETSC
Place of testing:

3. Béi tuong thir nghiém: Tham cao su cach dién trung ap
Type of testing: Medium voltage insulating rubber carpet

4. S6 lwong/ Vi trf 1ap dat:

Quantity/Installation location: 01t/ 01 2

5. Phuong phap thir nghiém: BTSC/QT-19; TCVN 9626: 2013; TCVN 5589-91; TCVN 3624 —81;
Method of testing: 959/QB-EVN; Tai liéu k§ thuat NSX; Theo yéu cau khach hang.

6. Thot gi_an thue hién: 24-6/06/2025
Inspection Date:
Loai/ Type: THAM CAO SU CACH DIEN 10KV
Kich thudc/ Size: (1.000x650x8,0)mm

. Théng s6 k§ thuat: Ném Sén xuat, Dal‘e of mamy‘actwe 06/2025

Specification:

-

€
S6 quan ly/ Seri ial No: SO phiéu 123
Nha san xudt/ Manufacture: VICADI — V1et Nam

Kyoritsu 3125A; DTE 70/50D; HZXC-10HZJ.

5. Phucong tién tha nghiém:
Testing equipment.

9. Diéu kién moi tredng:
Environmental conditions:

1 (3242)9C;(60+5)%RH

10. Két qua thir nghiém: Xem trang sau
Testing resull: See nexi-page:
11.7T cz?'; thir nghigm: 1336/25/ETSC
| Testing stamp No: ' ’
2. Két luan: - Tham cao su cich dién trén dat tiéu chudn k¥ thuat/ The above
Conclusion insulating rubber carpet meets Iemnzcal standards

1. 13 Khuyén céo thoi han thir nglm,m lan sau: 06/2027
Rwonmvend@d next testing period:.
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10.1 Kiém fra trwe quan/ Visual check: Khong phét hién bat thudng/ Pass.

surface

hai/ fntact, not abrnormal

Good

Stt Déi tuong do So sanh tham chiéu Két qua Danh gid

No Measuring object Compare reference Result Assess
1 Kb mbicl Lobl Ngu;ien vgn, khong Ptu hu Con tot/ Dat/ Ok

hai/ Intact, not abnormal Good

3 Kiém tra hién trang bén ngodi/ Nguyén ven, khong bi hl;’ Con t5tf o

Check the equipments exterior h_al/ Intact, not abnormal Epie] aty Uk
3 Bé mit cach dién/ Insulation Nguyén ven, khong bi hu - Con tot/ ;

Pat/ Ok

10.2 Pién tré cach di¢n/ fnsulation resistance:

Trude khi thir cao thé/

Sau khi thir cao thé/

Rubber carpet - Case

Péi tur : . anh gia

o _ .(_mg Before trying so high | Afier trying so high R

Object : (MQ) : (MQ) Evaluate

Tham — Khung dan di¢n dudi tham > 50.000 > 50,000 Pat/ Pass

10.3 Thir dién ap xoay chjéu - do dong dién ro/ AC voltage test - leakage current measurement:

dielectric strength

20,0kV/60s

" ‘ Bbiaoe s . o i Mirc tiéu chuin Két qua - e
St . Poi tugng do Dién ap thir nghiém Standard level " Panh gia
No ‘Measuring object | Check voltage (kV/s) (mA) ' (m. A) Assess
Tham — Khung dan
1 dién dudi tham - g
20,0kV/60s <200 <20,0 Pat/ Gk
Rubber carpet -
Case
10.4 Thir dién &p xoay chiéu tin s6 cong nghiép/ Industrial frequency alternating voltage:
Stt Déi twong do bién ap thur nghiém Két qua banh gia
No Measuring object Check voliage (kV/s) Result Assess
; Kiém tra d6 bén dién moi/ Test _
2 Chiu duoe/ Pass Bai/ Ok




