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1. Khéach hang yéu cau:
Cusiomer:

CONG TY CO PHAN TU VAN XAY DUNG DIEN 2
CHI NHANH VAN HANH VA BAO TRI NHA MAY DIEN -
NHA MAY PIEN MAT TROT CMX

. Bia chi thir nghi€ém:
Place of testing:

Phong Kiém Dinh Vi Thi Nghiém Bién — ETSC

. Déi tuong thu nghiém:
Type of testing:

Gang tay cao su cach dién ha ap
Low voltage insulating rubber gloves

. S6 luong/ Vi tri lap dit:
Ouantity/Installation location:

01 Doi/ 01 Pair

. Phuong phap thur nghiém:
Method of testing:

TN/QT-16; TCVN 8084 : 2009 (IEC 60903 : 2002), 959/QB-EVN.,
Tai lidu k§ thuat NSX; Theo yéu cu khéch hang.

. Thot gian thue hién:
Inspection Date:

27+28/05/2025

7. Thong so k¥ thuat:
Specification:

='_Na‘m san ‘{uat/ Date of manzg‘acture Khong 10/ NA

Dlen ap lam viéc 1on nhéat/ Maximum working voltage: 1 kV

- S6 quan 1y/ Ser za] No Khﬁng ro/NA

Nha san xuat/ Manufacture: Cong ty CP Trong Hung — ~Viét Nam

8. Phuong tién thir nghiém:
Testing equipment:

Kyoritsu 3125A; DTE 70/50D; HZXC-10HZ]J.

9. Dicu kién mai trudng:
| Environmenial condiiions.

(32+2)%C(60+5)%RH

10. Két qua tht nghiém:
Testing resull:

Xem trang sau
See next page

11. Tem thur nghiém:
Testing stamp No:

763/25/ETSC

12. Két ludn
Conclusion

Gang tay cao su cach dién trén dat tiu chuén k§ thuat / The above
insulated rubber gloves meets technical standards

13. Khuyén céo thoi han thir nghiém lan sau: 11/2025
Recommended next testing period.
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s : results 10 page 1 ' ,
we quan/ Visual check: Khong phat hién bat thuong/ Pass.

Stt Doi tueng do So sanh tham chiéu Két qua Dénh gia
g : q
No Measuring object Compare reference Result Assess
| Wb el Eabel Nguyén ven, khéng b hur Con tot/ ——
hai/ Intact, not abnormal Good 4
Kiém tra hién trang bén ngoai/ | Nguyén ven, khong bi hu Con bt/
2 . ; ; : & Dat/ Ok
Check the equipments exterior | hai/ Intact, not abnormal Gl 4
Bé& mat cach dién/ Insulation Nguyén ven, khéng bi hu Con 8t/
3 : sy g ; 7 Dat/ Ok
surface. hai/ Jntact, not abnormat Good at’ Uk
10.2 Dién tré cach dién (Rea)/ Insulation Test (MC)):
Déi tuong do Miic tiéu chuin Két qui do Dénh gia
The obfart y p it Standard level Mecsurement \ ‘ -
e object of measuremen (MQ) results (MS) Assess
Cuc trong Géang phai - Vo bdn ;
e v L >1,0 10.000 Pat/ Pass
Iron bar in right glove - Case
Cue trong Gang trdi - Vo bdn:
wliihos: > 1,0 10.000 Pat/ Pass
Irom bar in lefi glove - Case

10.3 Thik dién dp xoay chic¢u - do dong dién ro/ AC voltage test - leakage current measarement:

' Mue tié A Két qua
Stt baéi tugng do Dién ap thir nghiémn };;;5;1 dc};z? !1 ;;t ql;;l Danh gia
No Measuring ohject | Check voltage (kV/s) - - Assess
(mA) (mA)
i Géng phai/ Right 3,5kV/60s <35 <35 Pat/ Ok
- Gang trdi/ Left 3,5kV/60s £35 <35 Dat/ Ok

10.4 Thir dién 4p xeay chitu tin 56 cong nghiép/ Industrial frequency alternating voltage:

Stt Dbi tuong do Dién ap thir nghiém Két qua Dénh gia
No Measuring object Check voltage (kV/s) Result Assess
Kiém tra d6 bén dién moi/ Test dielectric strength
1 _ o) Iy . % - -
Gang phai/ Right 3,5kV/120s Chiu duoc/ Pass | Dat/ Ok
- Gang trai/ Lefi 3.5kV/120s Chiu duogc/ Pass Pat/ Ok




