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CERTIFICATE OF TESTING

1. Khéach hang yéu cau:
Cusiomer:

CONG TY CO PHAN TU VAN XAY DUNG DIEN 2
CHI NHANH VAN HANH VA BAO TRI NHA MAY PIEN —
NHA MAY PIEN MAT TROI CMX

(S

. Bia chi thir nghiém:
Place of testing:

Phong Kiém Pinh Vi Thi Nghiém Dién — ETSC

. Déi tuong thir nghiém:
Type of testing:

(8]

Tham cao su cach dién trung ap
Medium voltage insulating rubber carpei

4. 6 luong/ Vi tri 1ap dit:
Quantity/Installation location:

01 tAm / 0] Pcs

5. Phuong phép thir nghiém:
Method of testing:

ETSC/QT-19; TCVN 9626: 2013; TCVN 5589-91; TCVN 3624 — §1;
059/QD-EVN; Tai iiéu k¥ thuat NSX; Theo yéu cau khéach hang.

6. Thoti gian thuc hién:
Inspection Date:

27-+28/05/2025

7. Thong s6 k¥ thuat:
Specification:

Loail Type: THAM CAO SU CACH DIEN TRUNG AP

Kich thudc/ Size: (1.000x1.000x9,0)mm

Nam san xuat/ Date of manufacture: Khéng 15/ NA

Dién 4p lam viéc 16n nhat/ Maximum working voltage: 35kV

So  quan ly/ Serial No: Khong 15/ NA

| Nha san xuat/ ﬂ;anufacmre Khéng ré/ NA

8. Phuong tién thir nghiém:
Testing equipment:

Kyoritsu 3125A; DTE 70/50D; HZXC-10HZJ.

9. Diéu kién mo1 trudng:
Environmenial conditions:

(32+£2)C;(60+5)%RH

10. Két qua thir nghiém:
Testing result:

Xem trang sau
See next page

11. Tem thr nghiém:
Testing stamp No:

T71/25/ETSC

12. Két luan:
Conclusion

Than cao su cach dién trén dat tiéu chuan k§ thudt / The above
insulating rubber carpet meets technical standards

| 13. Khuyén cdo thoi han thir nghiém lan sau: 05/2027

Recommended next testing period.
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Rubber carpet - Case

Stt E)Ul tuong do So sunh tham chiéu . Két qua Béanh gia
No Measuring object Compare reference Result Assess
< e Al vy " z
1 iisn el Labal Ngyyen ven, khéng bi hu Con tot/ Dat/ Ok
hai/ Intact. not abnormal Good -
,} Kiém tra hién trang bén ngoai/ | Nguyen ven, khdng bi hu Con tét/ ]
& Check the equipments exterior | hal/ Intact, rot abnormal Good Dat/ Ok
- Bé& mit cach dién/ Insulation Nguyén ven, khong bi hu Citin B
7| surface hai/ Intact, not abnormal Good Dat/ Ok
10.2 Dién tré cach dién/ fnsulation resistance:
7 v 1
- s khi thi 6 chi thi 5 W
Péi tuong Trtrqc khi t.hu cao t'lr'e/ Sag khi tfm’ cao the/ Bt
——— Before trying so high After trying so high Fval A
Ojee (M) (MQ) valuate .
Tham — Khung dan dién dudi
tham > 50.000 > 50.000 DPat/ Pass

10.3 Thik dién ip xoay chiéu -

do dong dién ro/ AC veltage test - leakage current measurement:

Rubber carpet -
Case

, o | mea e .| Mitetiéu chudn Két qua
NLl MBOl tLTC_mg 50 [ glcnkap ‘;}tlu ng(lli}ilfn) Shandard Tevel Tl Bjnh gia
(0] deasuring oojec Aec Vr() age (KV/S (’an) (nrzA) ARTSANY
Tham — Khung dan
1 dién duwdi tham . .
15,0kV/60s <20,0 < 20,0 bat/ Ok

10.4 Thir dién 4p xoay chiéu tin sb cong nghiép/ Industrial frequency alternating voltage:

dielectric strength

Stt P6i tuong do Dién ap thtr nghiém Két qua Danh gia
No Measuring object Check voligge (kV/s) Result Assess

.| Kiém tra d6 bén dién moi/ Test A

' 35kV/60s Chiu dugce/ Pass bat/ Gk




