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. Ehf“:h hang yeu eau: CHI NHANH VAN HANH VA BAO TRI NHA MAY DIEN -
iR NHA MAY PIEN MAT TROI VSP BINH THUAN II
2. Dia chi thir nghiém:

Place of testing:

Phong Kiém Dinh Va Thi Nghiém Dién — ETSC

. D61 tuong thir nghiém:

Type of testing:

Gang tay cao su cach dién ha ap
Low voltage insulating rubber gloves

. S6 luong/ Vi tri 1ap dat:
Quantity/Installation location.

01 boéi/ 01 Pair

. Phuong phép thir nghiém:

Method of testing:

TN/QT-16; TCVN 8084 : 2009 (IEC 60903 : 2002), 959/QD-EVN.

Tai liéu k§ thuat NSX; Theo yéu cu khach hang.

Thoi gian thuc hién:
Inspection Daie:

14+16/06/2025

Loai/ Type: YS-102-13-02

Niam san xudt/ Date of manufacture: 07/2023

7. Thong s6 k¥ thuat: Dién ép 1am viéc 16n nhat/ Maximum working voltage: 1 kV
Specification: Tan s6/ Frequence: 50/60 Hz
S6 quan ly/ Serial No: Khong t5/NA (L)
Nha san xudt/ Mamufacture: YOTSUGI - JAPAN
§. Phuong tién thir nghiém:

Testing equipment.

Kyoritsu 3125A; DTE 70/50D; HZXC-10HZJ.

O

9. Dicu kién moi truong:

Environmental conditions:

(32£2)°C:(60+5)%RH

10. Két qua thir nghiém:

Testing result:

Xem trang sau
See next page

11. Tem thur nghiém:

Testing stamp No.

1223/25/ETSC

12. Két luan
_Conclusion

Ging tay cao su cach dién trén dat tiéu chufn k¥ thuat / The above
insulated rubber gloves meets technical standards

13. Khuyén céo thoi han thir nghiém lan sau: 12/2025
Recommended next testing period.:

Negwoi Thue Hién

Executor

S

1SO/IEC 17025:2017

@isFE

Nguyén Kim Khoa ]Vguyen Quoc Hoan i;',,_.,.g iﬁ
Ban hanh 14n 2 EI Pl

TN/QT-16/M1
I Phino Kidm dinh va Thi nehiém dién da dwoc AOSC céng nhén phit hop theo ISO/IEC 17025:2017 (VLAT-1.0757); |
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fmeaslped results 10 page 1 _ ‘
etra true quan/ Visual check: Khong phét hién bat thudng/ Pass.

Iron bar in lefi glove - Case

Stt Péi tugng do So sanh tham chiéu Két qua Danh gia
No Measuring object Compare reference Result Assess
1 Nhén méc/ Label Nguyén ven, khong bi hu Con t6t/ Bat/ Ok
hai/ Intact, not abnormal Good ¢
g Kiém tra hi¢n trang bén ngoai/ | Nguyén ¥igh, Iinong bt fyr Con tt/ »
Check the equipments exterior | hai/ Intact, not abnormal Good ol
Bé mit cach dién/ Insulation Nguyén ven, khong bi hu Con tdt/
3 i/ Intac - Dat/ Ok
surfuce hai/ Intact, not abnormal Fland a
10.2 Dién tré cach dién (Rea)/ Insulation Test (M()):
? Déi Hibms o Mitc tiéu chuin Két qua do Bkl piz
I Th bi d Standard level Measurement A &
e object of measurement (MQ) resulrs (M) §5e88
Cuc trong Ging phai - V6 bdn
PENIIE NEE S >1,0 10.000 Pat/ Pass
Iron bar in right glove - Case :
Cuec trong Gang trai - Vo bd
e >1,0 10.000 Pat/ Pass

10.3 Thi dién 4p xoay chiéu - do dong dién rd/ AC voltage test - leakage current measurement:

2 _— < . Muic tiéu chuin Két qua " -
]SVH MDOI tlf@'ng ;i ‘.D ; C?@l enkap ;?u ng(};@;n) Standard level Result B:nh gza

o easuring oojec ecK voitage S (??’IA) (mA) SSess
- Gang phat/ Right 3,5kV/60s <35 <35 Pat/ Ok

i .
- Gang tréi/ Lefi 3,5kV/60s <35 k5 Dat/ Ok
10.4 Thir dién 4p xoay chiéu tin s6 cong nghi€p/ Industrial frequency alternating voltage:

Stt Déi tuong do Dién 4p thir nghiém Két qua Danh gia

No Measuring object Check voltage (kV/s) Result Assess

Kiém tra d6 bén dién méi/ Test dielectric strength
1 |- Gang phai/ Right 3,5KV/60s Chiu dugc/ Pass | Dat/ Ok
- Gang trai/ Left 3,5kV/60s Chiu duogce/ Pass Dat/ Ok




