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Khach hang yéu cau:
Customer:

CONG TY CO PHAN TU VAN XAY DUNG PIEN 2
CHI NHANH VAN HANH VA BAO TRI NHA MAY DIEN —
NHA MAY DIEN MAT TROI BACH KHOA A CHAU 1

2

. Pia chi thtr nghiém:

Place of testing:

Phong Kiém Pinh Va Thi Nghiém Pién — ETSC

L)

. D61 tugng thir nghiém:

Type of testing:

Ung cao su cach dién trung thé
The medium voltage insulating rubber boots

. S6 lwong/ Vi tri lap dit:
Quantily/Installation location:

01 Bo6i/ 01 Pairs

tn

. Phuong phép tht nghiém:
Method of testing:

TN/QT-17; QCYN15:2013/BLDTBXH; TCVN 5588-1991,
959/QP-EVN. Tai liéu k§ thuat NSX; Theo yéu cau khach hang.

6.

Thoi gian thye hién:
Inspection Date:

01+02/07/2025

i
\ Testing equipment.

. 'l‘hmig s6 k¥ thuat:

Specification.

Loai/ Type: YS112-01-08

Nam san xuat/ Date of manufacturc 03/2018

Dién ap lam viéc 16n nhat/ Maximum working voltage: 26, Sk\/

Tan s6/ Frequence: 50/60 Hz

SO quan 1y/ Serial No: 0003

Nha sin xuit/ Manufacture YOTSUGI - Japan_ -

Phuong tién thtr nghiém:

Kyoritsu 3125A; DTE 70/50D; HZXC-10HZJ.

0.

bicu kigén moi truong:
Environmenial conditions:

(32+2)9C;(6045)%RH

1
1

0. Két qua thir nghiém:
Testing result:

Xem frang sau
See nexi page

i
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1. Tem thor nghiém:
lesiing stamp No.

1401/25/ETSC

2. Két ludn
& g_g?cfusmw

Ung cao su cach dién trung thé trén dat tiéu chudn k¥ thudt / The .
medium voltage insulating rubber boots meet technical standards |

13, Khuyén céo thoi han thir nghiém 1an sau: 01/2026 '

 Recommended next 1esting period:

Ngwdi Thue Hién

Executor

g

B
Dodin Nguyén Huy Thing Neuiyén Quic Hodn FE:I%&%
; T B 2

INQT-1TIMI

Ban hanh Idn 2

1. Phong KJem dinh va, Thz nghiém dién da digc AOSC cong nhén phit hop theo ISO/EC 17025:2017 (VLAT-1.0757);

Dién thoai: 08.67776245 - 0932.369.799 Q\L\%-/L/_
Website: www.etsc.vn; Email: etsc.vn@gmail.com % AoscW E
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5 KIEM BINHVATHI o

PHIEU KET QUA THU NGHIEM
CERTIFICATE OF TESTING

Ngay/ Date: 03/07/2025
Trang/ Page: 2/2

10.1

%ﬁﬁbltw g‘l‘ muc 10 trang 1

Q\é? d results 10 page 1

Iron bar in lef boot - Case

rwe quan/ Visual check: Khong phat hi¢n bét thudng/ Pass.
Stt Péi tugng do So sanh tham chiéu Két qua Panh gia
No Measuring object Compare reference Result Assess
1 Nhan mac/ Label NgI}Yél’l ven, khéng bl hu Con tot/ Dat/ Ok
hai/ Intact, not abnormal Good
P Kiém tra hién trang bén ngoai/ Ng_ubiél’l ven, khong bi hu Con tbt/ P
Check the equipments exterior | hal/ Infact, not abnormal Blenud Dat/ Ok
Bé miit cach dién/ Insulation Nguyén ven, khong bi hu C 5t/
3 : om0 Pat/ Ok
‘ surface hai/ Intact, not abnormal 1 ol S
10.2 Pién tré cach dién (Rea)! Insulation Test (ML)):
, Y A A . |
Péi tuong do Mifc tiéu chuén Két qua do Binh gid |
77 bi ) ] Standard level Measuremeni s i !
he object of measuremen (M) results (M) EALAR
Cuc trong Ung phai - V6 bd :
e T e > 1.000 50.000 Pat/ Pass
Iron bar in right boot - Case |
Cuc trong Ung trai - Vé bd |
e o on >1.000 50.000 Dat/ Pass

19.3 Thit dién 4p xoay chiéu - do dong dién ro/ AC voltage test - leakage current measurement:

B - M tiéu chuin Két qua —
N | s | Ooddmge oo | T | memk | LR
suring object g fd) md) Asses:
. Ung phai/ Right 20,0kV/60s <9,0 <9,0 Pat/ Ok
- Ung trdi/ Lefi 20,0kV/60s <90 <9,0 Pat/ Ok
'10.4 Thir dién 4p xoay chiéu tan s6 cong nghiép/ Industrial frequency alternating voltage:
Stt Déi tugng do bién 4p thu nghiém Két qua Panh gia
No Measuring object Check voltage (kV/s) Result Assess
Kiém tra dd bén dién méi/ Test dielectric strength
I | -Ung phai/ Right 26,5kV/60s Chiu dwoc/ Pass |  Dat/ Ok
- Ung trai/ Lefi 26,5kV/60s Chiu duoc/ Pass Dat/ Ok




