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1. Khéach hang yéu cau:
Customer:

CONG TY CO PHAN TU VAN XAY DUNG DIEN 2
CHI NHANH VAN HANH VA BAO TRi NHA MAY BIEN —
NHA MAY DPIEN MAT TRi VIET 1

[

. Pia chi thtr nghiém:
Place of testing:

Phong Kiém Pinh Va Thi Nghiém Bién — ETSC

. D6i tuong thir nghiém:
Type of testing:

Ging tay cao su cach dién trung thé
The medium voltage insulating rubber gloves

. Sb lwong/ Vi tri Iép dat:
Quantity/Installation location:

01 61/ 01 Pair

n

. Phuong phap thir nghiém:
Method of testing:

TN/QT-16; TCVN 8084 : 2009 (IEC 60903 : 2002), 959/QB-EVN.
Tai liéu ky thudt NSX; Theo yéu cdu khach hang.

G. Thoi gian thue hién:

Inspection Date:

01--02/07/2025

Loai/ Type: GANG TAY CACH DIEN 22KV

Nam sén xuat/ Date of manufacture: Khong rto/NA

. Théng s6 ky thuat:

Dién 4p 1am viée 16n nhit/ Maxinum working voltageQQk{f

Specification:

Tan sb/ Freguence: 50/60 Hz

) quan 1y/ Serial No: Khong r6/NA _

Nha san xuit/ Manufacture: Cty CP Trong Hung — Vlét Nam

8. Phuong tién thtr nghiém:
 Testing equipment.

Kyoritsu 3125A; DTE 70/50D; HZXC-10HZJ.

9. biéu kién méi trudng:

| Environmental conditions:

(32:2)%C . (60L5)%RH

10. Két qua thir nghiém:
 Testing resulf:

Xem trang sau
See next page

11. Tem thtr nghiém:

o 1404/25/ETSC
lesting stamp No:
12, Két luan Gang tay cao su cach dién trén dat tiéu chuén k§ thuét / The above
Conclusion insulated rubber gloves meets technical standards

13. Khuyén cdo thoi han thir nghiém 1an sau: 01/2026
Recommended next testing period:
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PHIEU KET QUA THU NGHIEM
CERTIFICATE OF TESTING

Ngay/ Date: 03/07/2025
Trang/ Page: 2/2

(0

% true quan/ Visual check: Khong phat hién bat thuong/ Pass.

Iron bar in lefi glove - Case

Stt Dbi tuong do So sanh tham chiéu Két qua Pénh gia
No Measuring object Compare reference Result Assess
1 NlhiSnmée/ Label Nguyén ven, khdng bi hu Con tbt/ Dat/ Ok
hai/ Intact, not abnormal Good e
" Kiém tra hién trang bén ngoai/ Ng_uyér} ven, khong bi hu Con t6t/ Bl
“ | Check the equipments exterior | hai/ Intact, not abnormal Gaod 2
Bé mit cach dién/ Insulation Nguyén ven, khong bi hu Con tdt/
5 i at/ Ok
e hai/ Intact, not abnormal Good Ba
10.2 Dién tré cach dién (Rea)/ Insulation Test (ML)):
Péi tugng do Mue tiéu chudn Rarquldn Pinh gi
i b bl r Standard level Measurement .
e object of measurenten (MQ) results (MQ) 1s5e55
Cuc trong Ging phai - V6 bon
i >1.000 50.000 Pat/ Puss
Iron bar in right glove - Case B
Cuyc trong Gang tréi - Vo bdn :
ol A o > 1.000 50.000

Eaﬁ/ Pass

10.3 Thur di¢n 4p xoay chiéu - do dong dién ro/ AC voltage test - leakage current measuremnent:

. " t ~ A A o ==
St Péi tugng do Pién 4p thir nghiém I‘Sd;; 6;;;‘61,6};32? K}? ' q‘;‘ Pénh gi4
No Measuring object | Check voltage (kV/s) (mA) (BS: ) Assess
m.
- Gang phai/ Right 9,0kV/60s <9,0 <9,0 Pat/ Ok
- Gang trai/ Left 9,0kV/60s <9,0 <9,0 Pat/ Ok

10.4 Thir nghiém dién 4p xoay chiéu tan sé cong nghiép/ Industrial frequency alternating voltage:

St Déi tuong do Pién 4p thir nghiém Két qua Pénh gia
No Measuring object Check voltage (kV/s) Result Assess
Kiém tra dd bén dién méi/ Test dielectric strength
I | - Gang phai/ Right 22kV/60s Chiu duoc/ Pass | Pat/ Ok
- Gang trai/ Left 22kV/60s Chiu duogc/ Pass Pat/ Ok




