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CONG TY TNHH GE VERNOVA HAI PHONG
Lo H1-H6 va F13A, F‘l 3B, F14, F15, Khu cdng nghiép Nhat Ban -
Hai Phong, Phudng Hong An, Thanh phé Hai Phong, Viét Nam

1. Khach hang yéu cau:
Customer:

2. Pia chi thir nghiém:
Place of testing:

3. Péi tugng thir nghiém: Gang tay cao su cach dién ha ap
Type of testing: Low voltage insulating rubber gloves

4. S6 lwong/ Vi tri lap dit:
Quaniity/Installation location:

Phong Kiém Binh Va Thi Nghiém Dién — ETSC

01 Doi/ 01 Pair

5. Phuong phap thir nghiém: TN/QT-16; TCVN 8084 : 2009 (IEC 60903 : 2002), 959/QD-EVN.
Method of testing: Tai ligu k¥ thuat NSX; Theo yéu cau khéch hang.

6. Thoi gian thuce hién:

Inspection Date: 21--23/07/2025

Loai/ Type: YS-102-13-03
Nam san xudt/ Date of manufacture: 10/2024

7. Thong s6 k¥ thuét: ‘Dién ap lam viéc 16n nhat/ Maximum working voltage: 1 KV
Specification: Tan s/ Frequence: 50/60 Hz

86 quan ly/ Serial No: Khong r6/NA (L)
Nha san xudt/ Manufacture: YOTSUGI - JAPAN

Kyoritsu 3125A; DTE 70/50D; HZXC-10HZJ.

8. Phuong tién thir nghiém:
Testing equipment:

9. Piéu kién mbi truomg:
Environmental conditions:

(32:£2) @ 605 ) % RE

10. Két qua thir nghiém: Xem trang sau
Testing result: See next page
11. Tem thtr nghi€ém:

Testing stamp No:
12. Két luan Gang tay cao su cach dién trén dat tiéu chudn k¥ thuat / The above
Conclusion insulated rubber gloves meets technical standards

13. Khuyén céo thoi han tha nghiém 1an sau: 01/2026
Recommended next testing period:
Nguoi Thue Hién
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Nguyén Hoang Thién Nguyén Quéc Hoan =
TN/QT-16/M1 Ban hinh lin2 =)
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Ngay/ Date: 24/07/2025
Trang/ Page: 2/2

results 10 page 1
re quan/ Visual check: Khong phét hién bat thudng/ Pass.

51 dUH '%P 4 (4o uc 10 trang 1
e

Iron bar in left glove - Case

Stt Péi tuong do So sanh tham chiéu Két qua Danh gia
No Measuring object Compare reference Result Assess
1 Whin el Label Nguyén ven, khong bi hu Con tot/ Dat/ Ok
hai/ Intact, not abnormal Good
5 Kiém tra hién trang bén ngoai/ | Nguyén ven, khong bi hu Con tbt/ g
Check the equipments exterior | hai/ Intact, not abnormal Cood bat O
Bé mit cach dién/ Insulation Nguyén ven, khong bi hu Con tét/
3 : i ; Dat/ Ok
surface hai/ Intact, not abnornal Gaod a
10.2 Pién tré cach dién (Rea)/ Insulation Test (MC)):
Déi tugng do Mic tiéu chuan Ket i o Danh gia
- ' Standard level Measurement Asses
e object of measurement (M) results (MQ) s§ess
Cuc trong Gang phai - V6 bd
20 THAE Dtag L= v ToH > 1.0 10.000 Pat/ Pass
Iron bar in right glove - Case
Cuc trong Gang trai - Vo bd
el d bkl >1,0 10.000 Pat/ Pass

10.3 Thir dién ap xoay chiéu - do dong dién ro/ AC voltage test - leakage current measurement:

s — 4 o Miic tiéu chudn Két qua , "
]Svtt MBOI tL?Q'ng :0 ; algnka}:) ;l;uongil\%n Standard level Result D:nhegfa
0 easuring objec eck voltage s) - (md) ssess
TH Géng phai/ Right 3,5kV/60s <35 <35 Pat/ Ok
- Gang trai/ Left 3,5kV/60s <35 <35 Dat/ Ok
10.4 Thir dién Ap xoay chicu tin s cong nghiép/ Industrial frequency alternating voltage:
Stt Péi twong do Dién 4p tht nghiém Két qua Panh gia
No Measuring object Check voltage (kV/s) Result Assess
Kiém tra 6 bén dién mdi/ Test dielectric strength
1 - Gang phai/ Right 3,5kV/60s Chiu duoc/ Pass Dat/ Ok
- Géng trai/ Left 3,5kV/60s Chiu dwoc/ Pass Dat/ Ok




