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1. Khéach hang yéu cau:
Customer:

CONG TY CO PHAN PIEN MAT TROI EUROPLAST PHU YEN
Thén Binh Théing, Xa Son Thanh, Tinh Dik Lék, Viét Nam

2. Dia chi thu nghiém:
Place of testing:

Phong Kiém Dinh Va Thi Nghiém Dién — ETSC

3. Déi tuong thir nghiém:
Type of testing:

Gang tay cao su cach dién trung ap
Medium voliage insulating rubber gloves

4. S& luong/ Vi tri lap dat:
Quantity/Installation location:

01 Déi/ 01 Pair

5. Phuong phap tha nghiém:
Method of testing:

TN/QT-16; TCVN 8084 : 2009 (IEC 60903 : 2002), 959/QD-EVN.
Tai liéu k§ thudt NSX; Theo yéu cau khach hang.

6. Thoi gian thuc hién:
Inspection Date:

30/07/2025

| Loai/ Type: GANG TAY CACH PIEN 22 KV
‘Nam san xuat/ Date of manufacture: 04/2019

7. Théng s6 k¥ thuat: ___?lerl ap 1am viéc [6n nhat/ Maximum workmg vo[mge 22 kV o198
Specification: ___Tan s6/ Frequence: 50/60 Hz _;fx CON
S6 quan ly/ Serial No: 258 he KIEMCg;
- L e s
Nha san xuat/ Manuﬁ:cture VICADI - Vlet Nam 1{ *| NGHIE
8. Phuong tién thor nghiém: 3 e
LG, L GERL LTS Kyoritsu 3125A; DTE 70/50D; HZXC-10HZJ. ANMIEN
Testing equipment. ’!’&pH
9. Piéu kién méi truong: 01
L = (32£2)°C;(60+5)%RH
Environmental condilions.
10. Két qua thi nghigm: Xem trang sau
Testing resull. See next page
11. Tem thi nghiém: /
lesting stamp No.
T Gang tay cao su cach dién trung thé trén khong dat tiéu chuan ky
12. Két ludn A T o : 5
" ! thuit / The above insulating rubber gloves do not meet the technical
Conclusion .
standards
13. Khuyén c4o thoi han thir nghiém lan sau: /
Recommended next testing period:
Nguwai Thue Hién
Executor
B
Nguyén Kim Khoa Nguyen Quoc Hoan " _; oA,
I - .
TNAQT-16/M1 - Ban hanh 1an 2 []{fe3
1. Phong Kiém d'mh v Thz ng}nem dién da dwoe AOSC cong nhmr phit hop theo ISO/IEC 17025:2017 (VEAT-1.0757);
2. Cac C!u neu danh ddu (*) chea duoe Luug nhdn, hoa{ do khach hauglcu cdu, cdc chi tiéu (%) dugc thiee hién boi nha théu plu;
Sdlae /ret qua thi nghiém ghr trong phiéu nay chi ¢o gid tri trén mau thie;

4. Tén mau, tén don vi véu cdu dicoc ghi theo thong tin kha( h hang cung cdp;
5. Khéng dwoe trich sao mit phéan ket qua thie nghiém nay néu khong co s dong y cia ETSC.
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St

[l
sdo muc 10 trang 1

Sired results 10 page 1

10.1 Kiém tra truc quan/ Visual check: Bét thuomg/ Abnormal.

Iron bar in left glove - Case

Stt béi tuong do So sanh tham chiéu Két qua Dénh gia
No Measuring object Compare reference Result Assess
. Nguyén ven, khong bi hu Con t5t/
1 Nhén mac/ Label hai/ Intact, not abrnormal : Dat/ Ok
Good
) Kiém tra hién trang bén ngoai/ Nguyén ven, khéng bi hu | .0 bi ldo héa/ | Khéng dat/
Check the equipments exterior | hail Intact, not abnormal Aging rubber Fiilisve
3 Bé mat cach dién/ Insulation Iljg_;lyén ver, khﬁglg bi hl;' Cao su bi lio héa/ | Khong dat/
surface AL L, ot QOGS Aging rubber Failure
10.2 Dién tré cich dién (Rea)/ Insulation Test (MSY:
Déi tuong do Mirotien chuan el guah DPanh gia
The obi : Standard level Measurement y
e object of measurement (MQ) results (V) ssess
Cuc trong Ga-ng phai - Vo bon o 10000 o Dat/ Pass
Iron bar in right glove - Case
Cuc trong Gang trai - Vo bd
o TP SR Al M S > 1.000 3.000 Pat/ Pass

10.3 Thir dién 4p xoay chiéu - do dong dién ro/ AC voltage test - leakage current measurement:

z : Muc tié A ¢ ¢ )
| su | Dhingngds | Dindpionghiem | MiUbnchdn | Khqu | o,
No Measuring object | Check voliage (KV/s) (md) (}: ) Assess
< 5 ' Khéng dat/
-G h h :
| ang phai/ Right 9,0kV/60s 28,0 >9,0 Failure
- Gang tréi/ Left 9,0kV/60s <90 >9,0 K';::;g{ f_’jﬁ

10.4 Thir nghiém dién Ap xoay chiéu tin s6 cong nghiép/ Industrial frequency alternating voltage:

Stt Péi twong do Dién ap thir nghiém Két qua Panh gid
No Measuring object Check voltage (kV/s) Result Assess
Kiém tra d6 bén dién méi/ Test dielectric strength
1 . il Panh thiing/ Khong dat/
- Gang phai/ Right 9kV/60s Brsah: daw Bl e
- Giang trai/ Lefi OkV/60s Pinh thung/ Khﬁn.g dat/
Break down Failure

TN/QT-16/M1

Ban hanh 14n 2



S6/ No: 2299/2025/TN-ETSC

PHIEU KET QUA THU NGHIEM
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Nbi dung két qua do muc 10 trang 1
Content of measured results 10 page 1
10.5 Hinh anh miu thiét bi/ Device sample:

TN/QT-16/M1

Ban hanh 14n 2




