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I. Khach hang yéu cau:
Customer:

CONG TY CO PHAN ISM HOLDING

2. Dia chi thtr nghiém:
Place of testing:

Phong Kiém Pinh Va Thi Nghiém Dién - ETSC

3. D6i tugng thir nghiém:
Type of testing:

Gang tay cao su cach di¢n ha thé
The low voltage insulating rubber gloves

4. S6 lwong/ Vi tri lap dit:

Quantity/Installation location:

01 Boi/ 01 Pair

5. Phuong phap thir nghiém:
Method of testing:

Tai liéu k§ thudt NSX; Theo yéu cau khach hang.

TN/QT-16; TCVN 8084 : 2009 (IEC 60903 : 2002), 959/QD-EVN.

6. Thoi gian thuc hién:
Inspection Date:

09/08/2025

7. Thong s6 ky thuat:
Specification:

Nam san xudt/ Date of manufacture: 03/2025

Dlénaplam viéc 16n nhat/ de{{}zﬂum work{};g_ﬁol}&ge: 1kV
' Tan%o/ Frequence: 50/60 Hz

Sé quan 1§/ Serial No: 6556992, 6556835

Nha san xuat/ Manufacture: NOVAX - MALAYSIA

8. Phuong tién thir nghiém:
Testing equipmeni

Kyoritsu 3125A; DTE 70/50D; HZXC-10HZ]

9. Diéu kién mdi trudng:
Environmental conditions:

(32£2)°C;(60+5)%RH

10. Két qué thir nghiém:
Testing result:

Xem trang sau
See next page

I'1. Tem thu nghiém:
Testing stamp No:

1619/25/ETSC

12. Két luan
Conclusion

Gang tay cao su cach dién trén dat tiéu chuin k¥ thuat / The above
insulated rubber gloves meets technical standards

[3. Khuyén cdo thoi han thir ngl

hiém lan sau: 02/2026

Recommended next testing period:

Ngudi Thwe Hién

Execulor

Nguyén Kim Khoa

Nguyen Quic Hodan

TN/QT-16/M1

Ban hanh 1dn 2

1. Phong Kiém dinh va Thi nghiém dién da dwoc AOSC cong nhdn phii hop theo ISO/IEC 17025:2017 (VLAT-1.0757); -

2. Cdc chi tiéu ddnh dau (*) chua duoc cong nhdn, hodc do khéch hang yéu cau, cdc chi tiéu (**) duoc thue hién boi nha thiu phu;
3. Cace k(.';_{ qua thit nghiém ghi trong phiéu ndy chi cé gia tri trén mau thir; |

4. Tén mau, tén don vi yéu cau diroe ghi theo théng tin khach hing cung cap;

5. Khdng dwoc trich sac mdt phén két qua

thii nghiém ndy néu khong c6 sw dong y ciia ETSC.

I50O/IEC17025:2017
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- i dd/muc 10 trang 1
GenF / results 10 page [

7 truc quan/ Visual check: Khong phat hién bét thudng/ Pass.

Stt Pbi tuong do So sanh tham chiéu Két qua Panh gia
No Measuring object Compare reference Result Assess
1 Nhan indc? Label Nguyén ven, khong bi hu Con t6t/ Dat/ Ok
hai/ Intact, not abnormal Good '
) Kiém tra hién trang bén ngoai/ Nguyén ven, khong bi hu Con tot/
Check the equipments exterior hai/ Intact, not abnormal Good Dat/ Ok
Bé& mat cach dién/ Insulation Nguyén ven, khong bi hu Con it/ '
3 surface hai/ Intact, not abnormal it Dat/ Ok
10.2 Pién tré cach dién (Rea)/ Insulation Test (MCQ)):
Péi tuong do Mirc tiéu chuan Két qua do Bt i
The obi ; ' Standard level Measurement -
e object of measurement (MQ) resulls (M) ssess
Cuyc trong Gang phai - V6 bd
e MR AR Y - R > 1,0 10.000 Pat/ Pass
Iron bar in right glove - Case
Cuc trong Gang trai - V6 bon
SR e ) >1,0 10.000 Pat/ Pass
Iron bar in lefi glove - Case
10.3 Thir dién 4p xoay chiéu - do dong dién ro/ AC voltage fest - leakage current measurement:

_ S o ) o 3 P Mic tiéu chuan K ét qua , "
Stt boi tu.(,mg d? f?u:;:n ap thur nghiém Sponsi et vl Resull Déanh gia
No Measuring object | Check voltage (kV/s) (mA) (md) Assess

| - Gang phai/ Right 3,5kV/60s 235 <35 Pat/ Ok
- Ging trai/ Left 3,5kV/60s £3,5 <35 Dat/ Ok
10.4 Thit dién ap xoay chiéu tin s6 cong nghiép/ Industrial frequency alternating voltage:
Stt Péi twong do Dién ap thu nghiém Két qua Pénh gia
No Measuring object Check voltage (kV/s) Result Assess
Kiém tra do bén dién moi/ Test dielectric strength
1 = ik sy
- Gang phai/ Right 3,5kV/60s Chiu dugc/ Pass Pat/ Ok
- Géng trai/ Leff 3.5kV/60s Chiu duoc/ Pass Pat/ Ok

TN/QT-16/M1

Ban hanh 14n 2




