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PHIEU KET QUA THU NGHIEM

Ngay/ Date: 22/09/2025

CERTIFICATE OF TESTING Trang/ Page: 112

1. Khach hang yéu cau:
Customer:

CONG TY TNHH LONG FA (VIET NAM)
L6 D, duong N11, Khu Cong Nghié¢p Minh Hung 111, Phudng Minh
Hung. Tinh Pdng Nai.

2. Dia chi thir nghiém:
| Place of testing:

PIN-ETSC

3. D6i tugng thir nghiém:
1ype of testing:

Gang tay cao su cach dién ha ap
The Low voltage insulating rubber gloves

4. 86 lugng/ Vi tri lfflp dat:

Quantity/Installation location:

01 Do/ 01 Pair

5. Phuong phap thir nghiém:
Method of testing:

TN/QT-16; TCVN 8084 : 2009 (IEC 60903 : 2002).
Tai liéu k¥ thudt NSX: Theo yéu cau khach hang.

6. Thot gian thuce hién:
Inspection Date:

20/09/2025

7. Thong s6 k§ thudt:
Specification:

Loai/ Type: GANG TAY CAO SU CACH PIEN HA AP

Néam san xuat/ Date of mam(factuf esdill2023
Dién dp lam viéc lén nhat/ Mczx.tmum warkmg voltage
Tan 50/ Frequence: 50/60 Hz

S6 quén 1y/ Serial No: S6 phiéu 2747
Nha san xuat/ Manufacture: VICADI —

Vlet Ndm

3. Phuong tién tha nghiém:
| Testing equipment :

Kyoritsu 3125A; DTE 70/50; HZXC-10HZJ.

9. Di¢u kién mdi truong:
Environmental conditions:

(32+£2)%C;(60+5)%RH

10. Két qua thir nghiém:;
Testing result:

Xem trang sau
See next page

11. Tem thur nghiém:
Testing stump No:

2023725/ETSC

12. Két ludn
C om/’uwon

Géng tay cao su cach dién trén dat tiéu chuén ky thuit / The above
| insulated rubber gloves meets techrical standards

13. Khuyén céo (hoi han tha nghiém lan sau: 03/2026
Recommended next testing period:

Ngwoi Thue Hién

Executor

/
A

Nguyén Dire Tiér Luyén

TN/QT-16/M1

Ban hanh 14n 2

1. Phong Kiém dinh va Thi nghiém dién dd dwoc AO_SQ cé_ng: Zfzi?ézft phu hpP rhgo IS_O/IF;C 17702757:2{217 (I{LA ?'7-1.7077577); .

IS0MIEC 17025:2017



PHIEU KET QUA THU NGHIEM | Neay/ Dare: 22/09/2025
Trang/ Page: 2/2

CERTIFICATE OF TESTING |

Stt Péi tuong do So sanh tham chiéu Két qua Danh gia ’
No Measuring ohject B Compare v eference _Re.s'ulf Assess \
i Wi mée) Eabal Nguyén ven, khiong b1 hu (c)‘n tot/ Dat/ Ok
hai/ Intact, not abnormal Good
& Kiém tra hién trang bén ngoai/ Nggyén ven, Rl"cng bi hu Con 16t/ )
= | Check the equipmenis exterior haif Intact, not abrormal Godd Dat/ Ok
. Bé mit cach dién/ Insulation Nguyén ven, khong bi hu Con t&t/ .
; . - O
surface | hai/ Intact, not abnos I?‘IC{[ Good Pat/ Ok
10.2 Dién tré cach dién (Rea)/ Insulation Test (M(Y):
Lo Tc 118 }‘J | Két ua do ; £,
Doi tugng do l\;u ;lcu ofcl}il:a? q‘ Déanh gia
The object of measurement S ey Menssrenman Assess
! yect of med (MQ) results (M) A
Cuc trong Gang phai - Vo bon 1.0 10,000 Bat/ P
| ; i at/ Pass
Iron bar in right glove - Case '
Cuec trong Gang trai - Vo bén - 1.0 10.000 —_—
] A at/ Pass
| Iron bar in lefi glove - Case ' ‘

10.3 Thir dién 4p xoay chiéu - do dong dién rd/ AC voltage test - leakage current measurement:

fe . s Muic tiéu chudn Két qua , .,
o | ot | G mgepeony | Tl | et | ol
N A g 00j g (mA) (mA) RATERR
- Géng phal/ Right 3,5kV/60s <35 %3, Dat/ Ok
1
- Géng trai/ Left 3,5kV/60s £33 <.3,5 Dat/ Ok
10.4 Thir dién 4p xoay chi¢u tin sé cong nghiép/ Industrial frequency alternating voltage:
Stt Péi tuong do Dién &p thir nghiém Két qua Dénh gia
No Measuring objeci Check voltage (kV/s) Result Assess
Kiém tra do bén dién méi/ Test dielectric strength
1 | -Géng phai/ Right 3,5kV/60s Chiu duge/ Pass |  Dat/ Ok
- Gang trai/ Lefi 3,5kV/60s Chiu dugc/ Pass bat/ Ok




