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CERTIFICATE OF TESTING

Ngay/ Date: 22/09/2025

. Khach hang yéu cau:

Customer:

CONG TY AJINOMOTO VIET NAM
KCN Bién Hoa 1. Phudong Trén Bién, Tinh Déng Nai, Viét Nam

8]

. Dia chi thtt nghiém:

Place of testing:

Phong Kiém Dinh Va Thi Nghiém Bién — ETSC

5]

. Déi tuong thu nghiém:

Type of testing:

Ung cao su cach dién trung thé
The medium voliage insulating rubber boots

. S6 lwong/ Vi tri 1ap dat:
Quantity/Installation location:

01 boi/ 01 Pairs

. Phuong phap thtr nghiém:

Method of testing:

TN/QT-17; QCYN15:2013/BLBTBXH: TCVN 5588-1991,
959/Qb-EVN. Tai liéu k§ thuat NSX; Theo yéu edu khach hang.

. Thoi gian thuc hién:

Inspection Date:

20/09/2025

. Théng s6 ky thuat:

Specification:

Loai/ Type: YS112-01-08

Nam san xuat/ Date of manufac(we 2025
Di¢n dp lam viée lon ‘nhat/ Maximum working volmge 26, SkV -
Fdn s0/ Frequeme 30/’60 Hz
'S4 quan ly/ Serial No: Khong 16/ NA

Nha san xuét/ Manufacture: YOTSUGI - Japan -

8.

Phuong tién tha nghiém:
Testing equipment .

Kyoritsu 3125A; DTE 70/50D; HZXC-10HZJ.

9.

Diéu kién méi truong:
Environmental comhu(ms

(32£2)%°C:(60+5)%RH

10. Két qua thu nghiém:

Testing result:

Xem trang sau
See next page

11. Tem thtr nghiém:

Testing stamp No.

2024/25/ETSC

12. Két ludn

Conclusion

Ung cao su céch dién trung thé trén dat tiéu chuén ky thuét / The

medium voltage insulating rubber boots meel technical standards

13. Khuyén cdo thoi han thir nghiém 1an sau: 03/2026

Recommended next testing period.

Negwoi Thyee Hién

Fxecuior

Neguvén Dire Tién Luyén

: KlM BINH VA THi) Q(QZL/

HIEM DIE ¥

TN/QT-17/M1
1. Phong Kiém dinh vi Thi nghiém dién di diege AOSC cong nhin phit hop theo ISO/IEC 17025:2017 (VLAT-1.0757);

Ban hanh lan 2

ISO/IEC 17025:2017
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ra tl'l_lc quan/ V:sm:! check: Khong phat hién bat thuong/ Pass.

Stt Péi tuong do So sanh tham chiéu Két qua Danh gia
No Measuring object Compare reference Result Assess

| Nk 1ol L abel Nguyén ven, khong bi hu Con tot/ Dat/ Ok

hai/ Intact, not abnormal Good -

) Kiém tra hién trang bén ngoai/ Ng_uyén ven, khong b hu Con tdt/

Check the equipments exterior hai/ Intact, not ebnormal Good Dat/ Ox

N B¢é mit cach dién/ Insulation Nguyén ven, khong bi hu Conidi/

= surface hai/ Intact, not abnormal Good Dat/ Ok

10.2 Dién tré cach dién (Rea)/ Insulation Test (MC)):
Doi tuong do M fitainiia et gua Go Dénh gia
e abiect of meassr ; Standard level Measurement e
he object of measuremen (MQ) results (MQ) Asses:
© trong Ung phai - V6 ba
Cue trong Log phei - Vi bon > 1.000 50.000 Pat/ Pass
Iron bar in right boot - Case
—LE
PUARIR g TR YR TR >1.000 50.000 Dat/ Pass
Iron bar in lefi boot - Case -
10.3 Thir dién ap xoay chiéu - do dong dién ro/ AC veltage test - leakage current measurement:

. £e s S . - Muc tiéu chuin Két qua e .
Stt Doi tu.c.mg df) D?u_en ap thu nghiém P - Result Danh gia
N? Measuring object | Check voltage (kV/s) (mA) Al Assess

41 Ung phai/ Right 20,0kV/60s <9,0 <90 Pat/ Ok

- Ung tréi/ Lefi 20,0k V/60s <90 <90 Dat/ Ok
10.4 Thir dién ap xoay chiéu tan s6 cong nghiép/ Industrial frequency aliernating voltage:

Stt Déi tugng do Dién 4p thir nghiém Két qua Dénh gia

No Measuring object Check voltage (kV/s) Result Assess
Kiém tra do bén dién moi/ Test dielectric strength

1 Ling phae S 30,0kV/60s (" Chiu duoc/ Pass | Dat/ Ok

- Ung tréi/ Left 30.0kV/60s () Chiu dugc/ Pass | Dat/ Ok

(1): Theo yéu cau cua khach hang/ According to customer requirements




